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Concrete Admixture 
 
 

     
 Lab No.   Contract No 

     
Color   Section 812 
     
Sampled At   Date Sampled  
     
Supplied By   Date Received  
     
Sampled From   Date Tested  
     
Supply Location   Represents  
     

 
     

     
 ASTM:  C-494 Sample Specification  
     
 Solids (%)  5.6% - 6.4%  
     
 Specific Gravity    
     
 PH  11.5 - 13.5  
     
     

     
 

     
Remarks:     
     
     
     
This sample does conform with the Manufacturer’s Specifications and therefore is approved for use. 
     
 Testing Technician_____________________________ Date__________________ 
     
 Lab Supervisor ________________________________ Date__________________ 
     
 Lab Manager __________________________________ Date _________________ 
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