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Table E-1.  Jones Site Brick Chemistry Sample Results 

Part 1 of 3 
Sample 

No 
Material 
Type 

Location Al2O3* Fe2O3* MgO* CaO* Na2O* K2O* TiO2* P2O5* MnO* Ba**

1 brick 
Feature 268 barrel 
well 

8.92 3.40 0.49 0.13 0.42 2.02 0.76 0.07 0.03 400

2 soil Under Feature 4 11.95 3.17 0.50 0.21 0.70 2.08 0.90 0.04 0.03 548
3 soil Under Feature 4 11.94 3.04 0.48 0.22 0.70 2.13 0.88 0.03 0.03 590
4 soil Under Feature 4 12.11 3.05 0.49 0.23 0.70 2.13 0.86 0.03 0.02 570

5 brick 
Feature 156 brick-
lined well 

11.98 3.62 0.59 0.30 0.78 2.40 0.73 0.06 0.04 651

6 brick 
Feature 156 brick-
lined well 

11.51 3.90 0.63 0.25 0.75 2.08 0.78 0.06 0.03 512

7 brick 
Feature 125 mold by 
brick clamp 

11.20 3.05 0.45 0.12 0.58 2.07 0.84 0.05 0.04 588

8 brick 
Feature 125 mold by 
brick clamp 

11.11 3.06 0.44 0.15 0.55 2.10 0.78 0.06 0.07 599

9 brick Feature 4 mixing pit 11.46 3.96 0.46 0.15 0.49 2.74 0.77 0.06 0.04 771
10 soil Gleyed Soil 7.54 0.77 0.14 0.08 0.44 2.36 0.76 0.01 0.02 778
11 soil Gleyed Soil 7.24 0.68 0.13 0.05 0.38 2.14 0.58 0.01 0.01 636
12 soil Gleyed Soil 8.05 0.81 0.19 0.10 0.45 2.35 0.70 0.01 0.02 734

13 soil 
Near posts by brick 
clamp 

13.51 4.39 0.40 0.20 0.42 2.22 0.68 0.06 0.02 662

14 soil 
Near posts by brick 
clamp 

11.14 3.64 0.37 0.15 0.43 2.14 0.72 0.04 0.02 644

15 soil 
Near posts by brick 
clamp 

10.61 3.33 0.42 0.17 0.48 1.96 0.72 0.04 0.02 589

16 brick 
Feature 268 barrel 
well 

12.61 4.42 0.59 0.20 0.46 3.04 0.89 0.10 0.06 864

17 brick Feature 4 mixing pit 12.67 3.79 0.49 0.12 0.58 2.21 0.83 0.04 0.03 559
Average   10.91 3.06 0.43 0.17 0.55 2.25 0.78 0.05 0.03 629.12

 
* Percent 
** Parts per million
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Table E-1.  Jones Site Brick Chemistry Sample Results (ppm) 

Part 2 of 3 
Sample 
No 

Material 
Type 

Location Co  Cr  Cu  Li Ni Sc Sr V Y Zn 

1 brick Feature 268 barrel well 6 38 11 28 15 7 67 56 11 52 
2 soil Under Feature 4 5 47 15 31 16 9 86 68 13 40 
3 soil Under Feature 4 5 46 14 30 16 9 94 68 11 39 
4 soil Under Feature 4 5 44 14 29 16 9 93 67 11 39 

5 brick 
Feature 156 brick-lined 
well 

7 45 12 30 19 9 121 65 18 49 

6 brick 
Feature 156 brick-lined 
well 

7 47 14 33 18 9 97 68 13 52 

7 brick 
Feature 125 mold by 
brick clamp 

6 42 12 28 16 8 91 49 14 41 

8 brick 
Feature 125 mold by 
brick clamp 

6 40 11 28 17 7 89 49 21 43 

9 brick Feature 4 mixing pit 6 35 12 23 18 7 120 46 16 47 
10 soil Gleyed Soil 2 12 6 15 8 4 129 25 9 17 
11 soil Gleyed Soil 2 11 5 15 8 3 95 22 8 17 
12 soil Gleyed Soil 1 16 6 16 8 4 119 27 9 20 

13 soil 
Near posts by brick 
clamp 

4 39 14 26 18 9 101 65 13 41 

14 soil 
Near posts by brick 
clamp 

5 34 12 24 16 7 101 56 10 36 

15 soil 
Near posts by brick 
clamp 

4 36 12 26 16 7 96 57 12 37 

16 brick Feature 268 barrel well 10 44 12 25 21 8 145 61 27 55 
17 brick Feature 4 mixing pit 4 49 14 30 17 9 87 56 9 44 
Average   5.00 36.76 11.53 25.71 15.47 7.35 101.82 53.24 13.24 39.35 
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Table E-1.  Jones Site Brick Chemistry Sample Results (ppm) 

Part 3 of 3 
Sample 
No 

Material 
Type 

Location Zr* La Ce Nd Sm Eu Dy Yb Pb Rb 

1 brick 
Feature 268 barrel 
well 

74 26 50 18 4.3 0.7 2.2 1.0 7 90 

2 soil Under Feature 4 192 29 61 16 4.2 0.8 2.7 1.6 13 89 
3 soil Under Feature 4 161 27 53 10 4.3 0.7 2.2 1.4 12 87 
4 soil Under Feature 4 165 28 56 9 3.9 0.7 2.1 1.3 13 86 

5 brick 
Feature 156 brick-
lined well 

37 35 68 22 5.6 1.0 3.1 1.5 17 96 

6 brick 
Feature 156 brick-
lined well 

41 34 59 17 4.4 0.8 2.5 1.3 16 91 

7 brick 
Feature 125 mold by 
brick clamp 

45 36 62 20 5.3 1.0 2.8 1.3 11 90 

8 brick 
Feature 125 mold by 
brick clamp 

46 38 85 29 6.2 1.1 3.8 1.7 13 93 

9 brick Feature 4 mixing pit 48 25 42 15 4.4 1.2 2.8 1.5 10 101 
10 soil Gleyed Soil 132 22 34 3 2.8 0.5 1.6 0.8 7 85 
11 soil Gleyed Soil 248 20 38 7 2.4 0.7 1.3 0.8 6 77 
12 soil Gleyed Soil 162 21 39 5 2.5 0.6 1.7 0.8 7 87 

13 soil 
Near posts by brick 
clamp 

111 29 53 13 4.7 0.8 2.7 1.4 10 89 

14 soil 
Near posts by brick 
clamp 

102 21 39 3 3.0 0.7 1.9 1.2 9 93 

15 soil 
Near posts by brick 
clamp 

150 23 54 11 3.6 0.7 2.2 1.3 10 91 

16 brick 
Feature 268 barrel 
well 

54 39 60 30 7.3 1.4 4.5 2.4 15 119 

17 brick Feature 4 mixing pit 88 30 48 12 4.2 1.0 1.9 0.9 14 94 
Average   109.18 28.41 53.00 14.03 4.30 0.84 2.47 1.31 11.20 91.65 
 
 


